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RINGKASAN  

 

Perilaku Kuat Geser Pasir Seragam Kasar Berbagai Kepadatan Menggunakan 

Uji Geser Langsung; Rahasta Adi Prasetia, 061910301095; 2011, 49 halaman; 

Jurusan Teknik Sipil Fakultas Teknik Universitas Jember.  

 

Kuat geser tanah adalah salah satu parameter tanah yang diperlukan untuk 

anallisis daya dukung tanah, sehingga kuat geser tanah memiliki pengaruh yang besar 

terhadap sifat mekanis tanah tersebut. Pasir merupakan tanah yang memiliki ukuran 

butiran yang kasar dan merupakan jenis tanah non kohesif. Kuat geser pasir dapat 

dipengaruhi oleh kepadatan relatif (Dr) karena kepadatan relatif didapat dari angka 

pori maksimum, minimum dan angka pori lapangan. Tujuan dari penelitian ini adalah 

untuk mengetahui perilaku kuat geser pasir seragam kasar dengan berbagai kepadatan 

menggunakan uji geser langsung. Sehingga dapat diketahui perubahan kuat geser 

pasir seiring dengan berubahnya kepadatan pasir. 

Dalam penelitian ini, variasi kepadatan dibuat dalam empat macam kepadatan 

relatif yang mewakili beberapa keadaan kepadatan pasir itu sendiri. Variasi kepadatan 

relatif dalam penelitian ini adalah 30%, 50%, 70%, dan 90%. Pemukulan dalam 

pengujian berat volume dilakukan untuk pemadatan sehingga didapatkan specimen 

dengan Dr 0% (lepas) sampai Dr 100% (padat). Pada pengujian geser langsung 

dilakukan dengan dua cara kerja. Hal ini dilakukan untuk mencari hasil pengujian 

yang lebih konsisten diantara dua cara kerja tersebut sehingga data lebih mudah 

diolah dan dianalisa. Dari hasil perbandingan dua cara kerja, didapatkan data yang 

lebih konsisten adalah cara kerja kedua. Hasil pengujian geser langsung dari cara 

kerja kedua menunjukkan bahwa kuat geser maksimum yang paling rendah terdapat 

pada waktu pengujian dengan beban normal 8 kg dengan Dr 30% yaitu sebesar 

0,4228 kg/cm2 dan kuat geser paling besar terdapat pada waktu pengujian 24 kg 

dengan Dr 90% sebesar 1,252 kg/cm2. Sudut geser pada pengujian dengan Dr 30% 



 
 

viii 
 

adalah 50,31˚ dan pada pengujian dengan Dr 90% adalah 60,62˚. Dari hasil pengujian 

dapat disimpulkan bahwa kepadatan relatif (Dr) mempengaruhi sudut geser dan kuat 

geser pasir seragam kasar. Semakin besar kepadatan relatif dan beban normalnya, 

maka semakin besar juga kuat gesernya. 
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SUMMARY 

 
Shear Strenght Behaviour of Coarse Uniform Sand on Various Density Using 

Direct Shear Test; Rahasta Adi Prasetia, 061910301095; 2011, 49 pages; 

Department of Civil Engineering Faculty of Engineering University of Jember.  

 
Soil shear strength is one of the soil parameters that required for anallisis soil 

bearing capacity, so that soil shear strength has a considerable influence on the 

mechanical properties of the soil. Sand is soil that has a coarse grain size and include 

on a noncohesive soil. Relative density can affect the magnitude of sand shear 

strength because the relative density obtained from the maximum, minimum and field 

void ratio. The purpose of this study was to determine the shear strength behavior of 

coarse uniform sand with different densities using direct shear test. So that it can be 

seen along the sand shear strength changes with the change in density of sand.  

In this study, density variations are made in four different relative densities 

that represent some of the state density of the sand itself. Variations in the relative 

density in this study is 30%, 50%, 70%, and 90%. Punch in mass volume test is done 

to densation so can obtained specimen with Dr 0% (loose) to the Dr 100% (dense). In 

direct shear tests carried out by two ways of test methode. This is done to look for a 

more consistent test results between the two ways of methode so that the data is more 

easily processed and analyzed. From the comparation of two test methode, the more 

consistent test data result is second test methode. Direct shear test results from second 

test methode indicate that the maximum shear strength of the lowest found on the test 

with normal load 8 kg and Dr of 30% that is equal to 0.4228 kg/cm2 and shear 

strength are greatest at 24 kg with Dr testing 90% amounting to 1.252 kg/cm2. The 

friction angle of the test with Dr 30% is 50,31˚ and for Dr 90% is 60,62˚. From the 

test result it can be concluded that the relative density (Dr) affects the friction angle 

and shear strength coarse uniform sand. Shear strength increased if realtive density or 

normal strain more largers.  
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