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Dalam SNI 03-2847-2002 tercantum peraturan bahwa luasan lubang pada 

batang elemen struktur beton tidak boleh melibihi 4% dari luas total penampang 

beton, hal ini untuk menjamin dan mempertahankan kekuatan batang elemen struktur 

beton. Jika lubang tersebut melebihi dari 4%, maka besarnya lubang terhadap 

kekuatan batang elemen struktur beton harus diperhitungkan. Dengan adanya lubang 

pada batang elemen struktur beton dapat dipastikan bahwa kekuatan batang elemen 

struktur beton dalam menerima beban aksial, beban lentur, dan beban geser akan 

berkurang. Sehingga penelitian ini akan menganalisa dan menguji kekuatan batang 

elemen beton berlubang terhadap beban lentur.  

Terdapat 10 beton penampang lingkaran yang akan dibuat dalam pengujian. 

Beton ini memiliki diameter 16 cm dan tinggi 70cm. Empat diantara 10 beton ini 

akan dilubangi dengan pipa berukuran ¾”, 1”, 1 ¼”, dan 1 ½”. Mutu beton yang 

digunakan adalah 29,28 Mpa, selain itu diameter tulangan utama adalah 8 mm 

sebanyak 8 buah dan diameter tulangan sengkang adalah 6 mm sebanyak 8 buah. 

Data lain yang digunakan pada penelitian ini adalah kuat tarik baja. Kuat tarik baja 8 

mm sebesar 314,549 Mpa dan kuat tarik baja 6 mm sebesar 230,029 Mpa. Dari 

pengujian didapatkan gaya momen untuk setiap perlakuan benda uji.  

Hasil pengujian dan analisis menunjukkan bahwa semakin besar lubang yang 

dimiliki oleh beton maka reduksi kuat lentur pada beton akan semakin besar pula. 

Dari hasil analitis, reduksi terbesar adalah sebanyak 25% dari kuat beton tanpa 

lubang dan reduksi terkecil adalah 15%. Sementara itu, dari hasil pengujian, , reduksi 

terbesar adalah 18% dan reduksi yang terkecil adalah 7 %.  
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SUMMARY 

 

Analysis and Testing of  Rod Element of Hollow Reinforced Concrete Structure 

with Circular Section to Bending Loads; Rojul Gayuh Leksono, 101910301047; 

2014; 40 pages; Departement of Civil Engineering; Faculty of Engineering; 

University of Jember. 

 

 

In SNI 03-2847-2002, there is regulation stated that the area of the hole on rod 

element concrete structure may never be exceeded 4% of the total area of the 

concrete, this is to ensure and maintain the strength of the rod element concrete 

structure. If the hole exceeds 4%, the size of the hole to the strength of the rod 

element concrete structure must be taken into account. With the hole in the rod 

element concrete structure can be ensured that the strength of this element in 

accepting the axial loads, bending loads, and shear loads will decrease. This study 

will analyze and test the strength of the rod element concrete hollow to bending 

loads.  

There are 10 concretes with circular cross section that will be made on the 

testing. These concretes have a diameter of 16 cm and a height of 70 cm.  4 among 

these 10 concretes will be perforated with pipe size ¾”, 1”, 1 ¼”, dan 1 ½”. The 

concrete strength used in the test is 29,28 MPa. In addition, there are 8 units of main 

reinforcements with a diameter of 8 mm and 8 units of stirrups with a diameter of 6 

mm. Another data used in this study is the tensile strength of the steel. The tensile 

strength of the 8 mm steel is 314,549 MPa and tensile strength of the 6 mm steel is 

230,029 MPa. From the testing, we get the moment for each treatment specimen. 

The test results and the analysis indicate that the larger hole owned by 

concrete, the reduction in flexural strength of concrete will be greater too. From the 

analytical results, the largest reduction is 25% of the concrete strength without holes 

and the smallest reduction is 15%. Meanwhile, from the test results, the largest 

reduction is 18% and the smallest reduction is 7%. 
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