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RINGKASAN 

 

PENGARUH KOMPOSISI CAMPURAN BRIKET BOTTOM ASH BATUBARA 

DAN TONGKOL JAGUNG DENGAN VARIASI JUMLAH PEREKAT 

TERHADAP NILAI KALOR; 

Mochamad Ferdi Saifurrizal, 111910101104; 2013: 64 halaman; Jurusan Teknik 

Mesin Fakultas Teknik Universitas Jember. 

 

Kebutuhan dan konsumsi energi semakin meningkat serta menipisnya 

cadangan bahan bakar fosil akan berdampak pada sumber energi tersebut, oleh karena 

itu dibutuhkan energi tepat guna yang dapat mengurangi sedikit problematika gejala 

diatas. Salah satu solusi yang coba ditawarkan adalah penggunaan briket bottom ash 

batubara dan tongkol jagung, selain dari segi finansial yang murah kedua bahan 

tersebut merupakan limbah hasil produksi yang masih belum termanfaatkan secara 

maksimal. 

Permasalahan yang akan diteliti adalah bagaimana mendapatkan bahan bakar 

pengganti yang efisien dan murah dengan limbah yang tidak digunakan dengan 

maksimal. Penelitian menggunakan briket bottom ash batubara dan tongkol jagung 

dengan menggunakan campuran tepung tapioka sebagai perekatnya yaitu sebesar 5%, 

10%, 15%, 20% dan 25% dengan komposisi 100:0, 50:50, 0:100. 

Pengujian nilai kalor dilakukan di Universitas Brawijaya Malang dengan 

menggunakan alat bom kalorimeter. Sebelum pengujian briket terlebih dahulu 

dilakukan pembuatan briket menggunakan alat pencetak briket hidrolis dengan 

penekanan sebesar 100kg dengan ukuran cetakan berbentuk tabung. 

Dari hasil penelitian didapatkan briket dengan dimensi briket rata-rata volume 

22.322mm
3
, diameter 21.79mm, tinggi 60.29mm, terjadi pemuaian pada saat 

pembuatan briket yaitu pada campuran komposisi 50:50 dan 0:100, ini terjadi karena 

butiran-butiran briket tidak terlalu halus. 
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Nilai kalor paling tinggi pada briket bottom ash batubara dan tongkol jagung 

adalah variasi perekat 0:100 dengan nilai 4037.808 kalori/gram sedangkan nilai kalor 

paling rendah adalah variasi perekat 15% komposisi 100:0 yaitu sebesar 159.871 

kalori/gram. Dari ketiga komposisi rata-rata nilai kalor paling tinggi dalah komposisi 

0:100 yaitu sebesar 3801,078 kalori/gram sedangkan yang paling rendah adalah 

komposisi 100:0 yaitu sebesar 299,096 kalori/gram. 
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SUMMARY 

 

INFLUENCE OF MIXTURE OF BOTTOM ASH COALS AND CORNCOBS 

BRIQUETTE WITH TAPIOCA BOUNDING TOWARD HIGH HEATING 

VALUE; 

Mochamad Ferdi Saifurrizal, 111910101104; 2013; 64 Pages; Mechanical 

Engineering Department; Engineering Faculty; Jember University. 

 

 The increasing demand for energy and depleted reserves of fossil fuel have an 

impact on the energy sources. Therefore, it is appropriate to use a suitable energy that 

can reduce that problem. One of the solutions is the using of bottom ash coals and 

corncobs briquette, beside the cost is cheap from the financial, both of the Materials 

are the waste production that still not optimally use.   

 The research problem of this research is how to get the replacement fuel that 

efficient and cheap with waste production that’s not optimally use. The research uses 

bottom ash coals and corncobs briquette by mixing tapioca flour as the glue, they are 

5%, 10%, 15%, 20%, and 25% with composition 100:0, 50:50, 0:100. 

 The testing high heating value has done at Brawijaya University Malang by 

using a bomb calorimeter tool. Before briquette testing done, the researcher made a 

briquette by using briquette hydraulic printer with pressing 100kg, the size of the 

tube-shaped mold. 

 The result of the research was briquette with mean of briquette dimension 

volume 22.322mm
3
, diameter 21.79mm, high 60.29mm, it was thermal expansion 

occurs at the time of making of briquette on composition mixture 50:50 and 0:100, 

because the particles of briquette was not too small. 

 The high heating value of bottom ash coals and corncobs was tapioca 

bounding 0:100 with value 4037.808 calorie/gram, whereas the lowest was 15% 

composition 100:0 with value 159.871 calorie/gram. From the third composition, the 
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mean of high heating calorie value was composition 0:100 with value 380,078 

calorie/gram whereas the lowest was composition 100:0 with value 299,096 

calorie/gram. 
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