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RINGKASAN

Studi Eksperimental Penggunaan Bahan Tras Sebagai Batu Bata Dibandingkan 

Dengan Bata Merah; Lilis Dwi Badriyah, 071903103045; 2011: 29 halaman; 

Jurusan Diploma III Teknik Sipil, Fakultas Teknik, Universitas Jember.

Sumber daya alam merupakan aset kekayaan negara yang perlu dikelola 

dengan baik untuk sebesar-besarnya kemakmuran rakyat. Tras adalah salah satu jenis 

pertambangan batuan yang telah mengalami perubahan komposisi kimia yang 

disebabkan oleh pelapukan dan pengaruh kondisi air bawah tanah.Bentuk fisik tras 

yang kompak menghasilkan tras yang keras namun mudah dibentuk karena mineral 

tras yang memiliki butiran kecil. Seiring perkembangan waktu, tras yang ada banyak 

dimanfaatkan sebagai pasir urug ataupun batu dinding.

Jumlah benda uji untuk masing-masing perlakuan dibuat sebanyak 15 buah 

batu bata tras dan 15 buah batu bata merah. Pengujian yang dilakukan dalam 

penelitian ini meliputi pengukuran tampak luar, pengujian kuat tekan (satuan dan 

pasangan), daya hisap, absorbsi, dan berat isi. 

Hasil penelitian menunjukan bahwa bata tras merupakan batu bata yang 

diperoleh dari hasil pertambangan sehingga ukurannya tidak seragam baik panjang, 

lebar, dan tinggi karena didapatkan dengan cara memotong-motong menggunakan 

alat semacam kapak hingga didapat ukuran yang dikehendaki. Bata merah merupakan 

batu bata terbuat dari tanah liat yang dicetak kemudian di bakar sampai berwarna 

merah.Daya hisap bata tras lebih rendah dibanding bata merah.Absorbsi bata tras

7,96% lebih rendah dibanding bata merah 37,404%.Kuat tekan satuanbata tras 

0,717kg/cm2 lebih rendah dibanding bata merah 2,760 kg/cm2 dan kuat tekan

pasangan bata tras 3,387 kg/cm2 lebih rendah dibanding bata merah 8,117 kg/cm2.

Berat isi bata tras 1,435 kg/cm2 lebih tinggi dibanding bata merah 1,214kg/cm2.
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SUMMARY

Experimental Study of The Using of  Tras Materials As Bricks Compared With 

Red Bricks; Lilis Dwi Badriyah, 071903103045; 2011: 29 pages; Department of 

Diploma III of Civil Engineering, Faculty of Engineering, University of Jember.

Natural resources are assets of the state property that need to be well 

managed for the greatest prosperity of the people. Tras is one type of under gone rock 

that has been changed in chemical composition caused by weathering and influenced 

by conditions of underground water. The physical form of compact tras will result the 

hard tras which its shapeable because the tras has small granules mineral. Along with 

the time, the existing tras nowadays is widely used as sand or stone wall. 

Number of objects test for each treatment made as many as 15 units tras 

bricks and 15 units of red bricks. Tests conducted in this research include the 

measurement of exterior, compressive strength testing (unit and spouse), suction 

powers, absorbtion, and netto weight. 

The result showed that the tras brick is a brick obtained from the mines, so

that the sizes is not uniform neither its length, width, and height as obtained 

by shredding using devices like an axe to obtain the desired size. Red brick is 

a brick made of clay, then printed, and then roasted till the color turn into red. The 

suction power of tras brick is lowers that the red brick. The absorbtion of tras brick is 

7,69% lower that red brick which is 37,404%. The compressive strength unit of tras 

brick is 0.717 kg/cm2 lower that red brick 2.760 kg/cm2 and the compressive strength 

spouse of tras brick is 3.387 kg/cm2 lower that red brick 8.117 kg/cm2. The netto 

weight of tras brick is 1.435 kg/cm2 higher that red brick 1.214 kg/cm2.
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